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ARTRZESGERE,EE, WS, EREEEPHERRT (The following samples was/were submitted and
identified by/on behalf of the client as) :

4 5% % #% (Sample Description) :  POLYONICS HIGH TEMPERATURE LABEL MATERIAL
B AIFE (Style/Item No.) :  XF-552 AND XF-563

o B 21 (Sample Receiving Date) : 2010/11/11

)X A7 M) (Testing Period) :2010/11/11 TO 2010/11/18

R & K (Test Results) : FHA T —H8 (Please refer to next pages).

Chenyu Kung
Signed for and B,
SGS TAIWAN LTD.

Chemical Laboratory — Taipei
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B2 & K (Test Results)

i) 2X 271 (PART NAME) No.1 : A/ RRERFTEAZRK (F5HAA) (22) (MIXED YELLOW / LT. YELLOW
AND YELLOW LABEL (EXCLUDING THE RELEASE PAPER) (TWO TYPES))

7 kA8 ) &Xx
& RME (Result)
(MDL) No.1

RIRA R Bz AR %
(Test Items) (Unit) (Method)

43 / Cadmium (Cd) mg/kg éﬁﬁ?IEC 62321: 20087 &, VAR 2 n.d.
JEAB ST R T 4R R
/ With reference to IEC 62321:
2008 and performed by ICP-AES.

4% / Lead (Pb) mg/kg éﬁﬁ?IEC 62321: 20087 &, VAR 2 n.d.
JA% 6 E R T HADE S ).
/ With reference to IEC 62321:
2008 and performed by ICP-AES.

5K / Mercury (Hg) mg/kg |ZFIEC 62321: 20087F &, VAR 2 n.d.
Fer8 & E R TR ERARA.
/ With reference to IEC 62321:
2008 and performed by ICP-AES.

~184% / Hexavalent Chromium Cr(VI) mg/kg éﬁﬁ?IEC 62321: 2008 7, VAUV- 2 n.d.
by alkaline extraction VIS## . / With reference to

IEC 62321: 2008 and performed

by UV-VIS.
HE / Halogen
% (.,;'E'L) / Halogen-Fluorine (F) 50 n.d.
(CAS No.: 014762-94-8)
B Z% (#) / Halogen-Chlorine (Cl) % %BS EN 14582:2007, wR&:F /& 50 85
(CAS No.: 022537-15-1) /k M 2HA. / With reference to

m

B % (&) / Halogen-Bromine (Br) 8758 IBS EN 14582:2007. Analysis was 50 n.d.
(CAS No.: 010097-32-2) performed by IC.
B & (A alogen-Iodine n.d.
B % (@) / Halogen-Todine (I) 50 d

(CAS No.: 014362-44-8)
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(Test Items) (Unit) (Method) (MDL) No 1
%8Bt K / Sum of PBBs _ n.d.
— %Wt 3K / Monobromobiphenyl 5 n.d.
83X / Dibromobiphenyl 5 n.d.
Z AWM / Tribromobiphenyl 5 n.d.
VAT K / Tetrabromobiphenyl 5 n.d.
ER-Y Pentabromobiphenyl 5 n.d.
WX / Hexabromobiphenyl 5 n.d.
%MK / Heptabromobiphenyl 5 n.d.
AN K / Octabromobiphenyl 5 n.d.
JL% Bt 2K / Nonabromobiphenyl % FIEC 62321: 200877 3%, RA 5 n.d.
+ 788K / Decabromobiphenyl R ATk /] B 4EARA]. / With 5 n.d.
% AW ¥R @A / Sum of PBDEs mE/KE | ference to IEC 62321: 2008 - d.
— A KB / Monobromodiphenyl ether and performed by GC/MS. 5 n.d.
BT XE% / Dibromodiphenyl ether 5 n.d.
ZBWERKEE / Tribromodiphenyl ether 5 n.d.
V9% XEE / Tetrabromodiphenyl ether 5 n.d.
B R REE / Pentabromodiphenyl ether 5 n.d.
53T XE% / Hexabromodiphenyl ether 5 n.d.
R KBk / Heptabromodiphenyl ether 5 n.d.
NGB RKEE / Octabromodiphenyl ether 5 n.d.
L% W 3k B% / Nonabromodiphenyl ether 5 n.d.
+ %W *XEk / Decabromodiphenyl ether 5 n.d.
3 (Note)

1. mg/kg = ppm; 0.1wt% = 1000ppm
2. n.d. = Not Detected (ﬂiﬁ?ﬁi)
3. MDL = Method Detection Limit (7 &4 A:FRAE)
4. "-" = Not Regulated (£ 3AAE)
5. HB AR EAFHFARRKRESANA > HEFHRGANAERTRALTEHNE-METHEZ.
(The samples was/were analyzed on behalf of the applicant as mixing sample in one testing.

The above results was/were only given as the informality value.)
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1) RIBFRTFEYRARR ZAMEMF > S TERAEM - (E&M R 7 %R ) [ These samples were

B & (Page)
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dissolved totally by pre-conditioning method according to below flow chart. (Cr®* test method excluded )

2) AR AE : #%1 / Name of the person who made measurement: Climbgreat Yang
3) MR & FHA kA& E [ Name of the person in charge of measurement: Troy Chang

W4~ B 4Es / Cutting ~ Preparation

v

ARESHEE / Sample Measurement

45 Pb ~ 45 Cd % Hg
A\ 4 v

E s Cr**

\ 4

RAZT Pl 094 kil e B AT B AL(m T & A B R SRR AR AL/
P 1) / Acid digestion by suitable acid depended on Microwave digestion with HNO3/HCI/HF

different sample material (as below table) l

v
_| @ik / Filtration }_i
y
| #i# | Solution | | %% / Residue |

v

il gLk [ Add
appropriate amount of
digestion reagent

v

ok B E B AT
I |/ Heat to appropriate
temperature to extract

1) Ep¥Eaki% / Alkali Fusion
+ 2) HEEM /HCI to dissolve

v

| A% A F 4R T4 [ ICP-AES |

Aiptk g Aks [ Cool,
filter digestate through filter

v

A E | Sample Material JHAbEs kA& 48 / Digestion Acid

W, 4, 4, 158 |
Steel, copper, aluminum, solder

IR, AER, BER, AR, EAK/
Aqua regia, HNO3, HCI, HF, H,0,

3% 35 / Glass w8k, SBR[ HNOy/HF

e N EHEE Add
diphenyl-carbazide for
color development

&, 44, 4, ME
Gold, platinum, palladium, ceramic

X sk /Aqua regia

v

4% [/ Silver A& / HNO;

% | Plastic BLER, MAAK, Ak, B#k /| HySO4, H,0, HNO3, HCI

H 46 / Others T NAEFTER 2 £ 275/ [ Any acid to total digestion

VAR INE-T AR AR &
AR i 72 540 nm &R
J& & |/ measure the

absorbance at 540 nm by
UV-VIS

Unless otherwise stated the results shown in this test report refer only to the sample(s) tested. This test report cannot be reproduced, except in full, without prior written permission of the

Company. FIEAFIHRY - M EREBRERORG 8T - AMEREA AT HEFA > ST -

This document is issued by the Company subject to its General Conditions of Service printed overleaf, available on request or accessible at www.sgs.com/terms_and_conditions.htm and,
for electronic format documents, subject to Terms and Conditions for Electronic Documents at www.sgs.com/terms_e-document.htm. Attention is drawn to the limitation of liability,
indemnification and jurisdiction issues defined therein. Any holder of this document is advised that information contained hereon reflects the Company’s findings at the time of its intervention
only and within the limits of Client's instructions, if any. The Company’s sole responsibility is to its Client and this document does not exonerate parties to a transaction from exercising all
their rights and obligations under the transaction documents. This document cannot be reproduced except in full, without prior written approval of the Company. Any unauthorized alteration,

forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.

Ll BRI )G R/ F | Chemical-Taipei 33 WuChyuan Road, Wuku Industrial Zone, Taipei County, Taiwan /13 L4 T 1% T 341& TR 3357 t + 886 (02)2299 3279 f+ 886 (02)2299 3237 www.sgs.com

Member of the SGS Group (SGS SA)




SGS

AR mE
B #i(Date) : 2010/11/18 H$(Page) : 5 of 7

55 (No.) : CE/2010/B2445
Test Report
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#7428 | Analytical flow chart

1) A B : 55,# / Name of the person who made measurement: Roman Wong
2):1 & & A 1 5% [ Name of the person in charge of measurement: Troy Chang
W 9| 2X°8 A (Test Items): % & WK/ % 45 Kat, v %iy-A-% / PBB/PBDE, TBBP-A-bis

RARAZA | Firsttesting process—p #4514 #4242 & / Optional screen process ===s==« #3242/ | Confirmation process == = p

% / Sample

AR / Sample pretreatment

+

-

: A ERaHr | Screen analysis
:lllllllllllllllllllllllIIIIIIIIIIIIIIIIIIIIIII
]

v
% B R ZERGE /| Sample extraction/Soxhlet method

T
v

BRI %442 | Concentrate/Dilute Extracted solution

T
v

FBURiBE / Filter

]
v

PBB/PBDE : #.48 /& #78 :&1& »#7 / Analysis by GC/MS
TBBP-A-bis : & 2k 48 B A7 1/ — 4552 1 518 :0) B /Y 214 547 /
Analysis by HPLC/DAD/MS

T
v

Issue Report / 33T %
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POLYONICS, INC.
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TEL:(603) 352-1415 FAX:(603) 352-1936

& & 544428 / Analytical flow chart of halogen content

1) MAAER : 53 / Name of the person who made measurement: Rita Chen
2) mFAaFA kA E [ Name of the person in charge of measurement: Troy Chang

A TNV -
Sample pretreatment/separation

!

R A S A
Weighting and putting sample in cell

!

BRI SE [ T
Oxygen Bomb Combustion / Absorption
I AT/
Dilution to fixed volume

!

B+ EATRA 4T/
Analysis was performed by IC
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*% LR (End of Report) **
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