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RTRXE Rt ErPEE, AW EPEBIEEP AR T (The following samples was/were submitted and
identified by/on behalf of the client as):

oo & #% (Sample Description) : POLYONICS HIGH TEMPERATURE LABEL MATERIAL

tesn R (Style/Item No.) : XF-446, XF-451, XF-550, XF-555, XF-557, XF-561, XF-565, XF-574,
XF-592, XF-724

otk B 1 (Sample Receiving Date) : 2008/12/22

)X 2 M) (Testing Period) : 2008/12/22 TO 2008/12/29

X & R (Test Results) : #FHATFT—& (Please refer to next pages).

Signed for and on behalf of
SGS TAIWAN LTD.
Chemical Laboratory — Taipei

Unless otherwise stated the results shown in this test report refer only to the sample(s) tested. This test report cannot be reproduced, except in full, without prior written permission of the Company.
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This Test Report is issued by the Company under its General Conditions of Service printed overleaf or available on request and accessible at http://www.sgs.com/terms_and_conditions.htm. Attention
is drawn to the limitation of liability, indemnification and jurisdiction issues defined therein. Any holder of this Test Report is advised that information contained hereon reflects the Company's findings
at the time of its intervention only and within the limits of Client’s instructions, if any. The Company’s sole responsibility is to its Client and this document does not exonerate parties to a transaction
from exercising all their rights and obligations under the transaction documents. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and
offenders may be prosecuted to the fullest extent of the law.
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B 4 E(Test Results)

382X 3712 (PART NAME) NO.1 : M AZE (FA#EA4K)-102 (MIXED ALL PARTS OF LABEL
(EXCLUDING THE RELEASE PAPER)-10 TYPES)

7 &A A X
A% RAE (Result)
(MDL) NO. 1

43 / Cadmium (Cd) mg/kg |%F#IEC 62321/2nd CDV (111/95/CDV)% 2 n.d.

*, ARBEHETIERTHHLHEK
(ICP-AES) #il4a4%. / With

reference to IEC 62321/2nd CDV

(111/95/CDV). Determination of

Cadmium by ICP-AES.

4% / Lead (Pb) mg/kg |ZFIEC 62321/2nd CDV (111/95/CDV)% 2 n.d.
*, ARBREHETRETHILEK
(ICP-AES) #4848 . / With
reference to IEC 62321/2nd CDV
(111/95/CDV). Determination of Lead
by ICP-AES.

X/ Mercury (Hg) mg/kg éﬁﬁ?IEC 62321/2nd CDV (111/95/CDV) 7 2 n.d.
*, AREHET IR THHLHEK
(ICP-AES) ¥zidlsk4%. / With
reference to IEC 62321/2nd CDV
(111/95/CDV). Determination of
Mercury by ICP-AES.

MR H ¥4 ST %
(Test Items) (Unit) (Method)

<18 4% / Hexavalent Chromium Cr(VI) by| mg/kg |&t#IE2BM T 24, %#IEC 2 n.d.
alkaline extraction 62321/2nd CDV (111/95/CDV) 7 =423,

RUV-VISizial <1844 2&. / With
reference to IEC 62321/2nd CDV
(111/95/CDV). Determination of
Hexavalent Chromium for non-metallic

samples by UV-Vis Spectrometry.
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AR 35 A7 55 TAERM | LR
(Test Items) (Unit) (Method) 15 R Ad (Result)
(MDL) NO. 1
% 8% K4 Fe / Sum of PBBs - n.d.
—RWER / Monobromobiphenyl 5 n.d.
— AWK / Dibromobiphenyl 5 n.d.
ZJAWK / Tribromobiphenyl 5 n.d.
VAT / Tetrabromobiphenyl 5 n.d.
FAW K / Pentabromobiphenyl 5 n.d.
iR IR / Hexabromobiphenyl 5 n.d.
L AMEK / Heptabromobiphenyl 5 n.d.
ANRHER / Octabromobiphenyl % #1EC 62321/2nd CDV (111/95/CDV)% 5 n.d.
LR B 3K/ Nonabromobiphenyl &, ARAARITR/E R EARR S IRBR 5 n.d.
+ /AWK / Decabromobiphenyl Fo % AW KB 2 F. / With reference 5 n.d.
§y§ﬁ§ﬁ*¢\éﬂgﬁa / Sum of PBDEs mg/Ke |\ 1EC 62321/2nd CDV (111/95/CDV). - n.d.
735 REk / Monobromodiphenyl ether Determination of PBB and PBDE by 5 n.d.
,‘bgmﬁﬁiﬁ; / Dibromodiphenyl ether GC/NS. 5 n.d.
Z AW KB / Tribromodiphenyl ether 5 n.d.
V9 AT &% / Tetrabromodiphenyl ether 5 n.d.
BB ONEX / Pentabromodiphenyl ether B) n.d.
J:ﬂ%%%iiﬁi / Hexabromodiphenyl ether 5 n.d.
S0 KE% / Heptabromodiphenyl ether 5 n.d.
i\;*%ﬁﬁgﬁi / Octabromodiphenyl ether 5 n.d.
U8B X E% / Nonabromodiphenyl ether 5 n.d.
+ AW K& / Decabromodiphenyl ether B) n.d.
Q—;: / Halogen % #BS EN 14582:2007, WA&:F & ik o
MR, R, &, A, / With
reference to BS EN 14582:2007.
Analysis was performed by IC method
for F, Cl, Br, I content.
B % () / Halogen-Fluorine (F) (CAS | mg/kg |%#BS EN 14582:2007, »X&F R #71k & 50 n.d.
No.: 014762-94-8) MEAEE. / With reference to BS EN
14582:2007. Analysis was performed
by IC method for Fluorine content.

Unless otherwise stated the results shown in this test report refer only to the sample(s) tested. This test report cannot be reproduced, except in full, without prior written permission of the Company.
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D Y: LR LEE A PERM | LR
(Test Items) (Unit) (Method) #a R AL (Result)
(MDL) NO.1
8% (&) / Halogen-Chlorine (Cl) (CAS| mg/kg |%#BS EN 14582:2007, A#ET BTtk 5 50 59
No.: 022537-15-1) ﬁ?%Lé}ﬁ%. / With reference to BS EN
14582:2007. Analysis was performed
by IC method for Chlorine content.
B% (&) / Halogen-Bromine (Br) (CAS | mg/kg |%#BS EN 14582:2007, R &:F & #iik o 50 n.d.
No.: 010097-32-2) Mri&4sE. / With reference to BS EN
14582:2007. Analysis was performed
by IC method for Bromine content.
B % (#t) / Halogen-lodine (I) (CAS mg/kg |%#BS EN 14582:2007, X &kF R #71k 50 n.d.
No.: 014362-44-8) ﬁ?@#éﬁﬁ%. / With reference to BS EN
14582:2007. Analysis was performed
by IC method for Iodine content.

fizE(Note) :
1. mg/kg = ppm; 0.1wt% = 1000ppm
2. n.d. = Not Detected (ﬂiﬁQHi)
3. MDL = Method Detection Limit (75 748845 R{E)
4. "-" = Not Regulated (SBILIEAL)
5.t ey Rl AR KA T HARRREGAR > METHRGANALERTIRALTEHNE-HAHEE .

(The samples was/were analyzed on behalf of the applicant as mixing sample in one testing.

The above results was/were only given as the informality value.)
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1) RBERTHRAZER MM BB L EOER o (S1E4&RRF &) / These samples were

dissolved totally by pre-conditioning method according to below flow chart. (Cr* test method excluded )
2) @AAE : HBME [ Name of the person who made measurement: Climbgreat Yang
3) R A FA kA& E /Name of the person in charge of measurement: Troy Chang

| W~ ¥HIES / Cutting - Preparation

v

MR & EE / Sample Measurement

42 Pb ~ 45 Cd % Hg ~1E4% Cr*
y y

A
IRIET Bl AR ob 6 A H vk il & 09 BRIEAT I
ft(4= F & Pi) / Acid digestion by suitable
acid depended on different sample

A

AR B R R ER A R AL [
Microwave digestion with
HNGs/HCI/HF

v

e g4z /Add
appropriate amount of
digestion reagent

Y

_|

v

#i%& / Filtration |_

| w5 | Solution |

Y

material (as below table) l

| At /Residve |

v

Ak E I E IR AT
1L3E 5 [ Heat to
appropriate
temperature to extract

1) ek /
Alkali Fusion

v

2) wEER /
HCI to dissolve

| 3% A E 4R T4 R 81k / ICP-AES

# &4 H | Sample Material

Si{bEs kA8 %8 / Digestion Acid

4R, 4R, 48, 114 |
Steel, copper, aluminum, solder

FoK, RHER, BE:, SREL, FEAK/
Aqua regia, HNO3, HCI, HF, H,0,

3% | Glass

AR, R 7B [ HNOs/HF

&, 44, de, ME /
Gold, platinum, palladium, ceramic

Xk /Aquaregia

4% | Silver

l;!l]'ﬁﬁ / HNO3

#% | Plastic

iR, HRK, Ak, B /
H, S04, Ho05, HNO3, HCI

#44 / Others

MNALATER 2 T 2IEE |
Any acid to total digestion

ArgEiEgs /
Cool, filter digestate
through filter

v

TN EFIFAE |Add
diphenyl-carbazide for
color development

Y

RSB Rk
% BRI IR A
540 nm #yB I E |
measure the
absorbance at 540 nm
by UV-VIS
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%MK/ % AW XE 54742 B / PBB/PBDE analytical FLOW CHART

1) #RAAE : §5,# / Name of the person who made measurement. Roman Wong

2) @R EFA B HI% [ Name of the person in charge of measurement: Shinjyh Chen

#R:%R_A2 K | First testing process ———»

BEM G HRAZF [ Optional screen process  sovisseeuen

#AA2 K [ Confirmation process — - — »

Sample / #

j=J
=14

Sample pretreatment / 1% % 37 & 312

Screen analysis / #7 & 5 #7

Sample extraction &% 3/
Soxhlet method % X, 2 B

Concentrate/Dilute Extracted solution
3R B YE IR

Filter / # BBk

Analysis by GC/MS /
RADRATH R AT

Issue Report #ir# &
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B F 24742 E / Analytical flow chart of halogen content

1) #AAAE : 244 / Name of the person who made measurement: Alan Chen
2) AR & FA k%8 [ Name of the person in charge of measurement: Troy Chang

T AR
Sample pretreatment/separation

!

PE R R R RSN/
Weighting and putting sample in cell

!

S T
Oxygen Bomb Combustion / Absorption

ﬁh@ IwEsAg
Dilution to fixed volume

!

BWF AT RA AT/
Analysis was performed by IC
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** R (End of Report) **
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